
Varnishes - Component 

 

# - May include one to three letter suffix to denote viscosity. 

 
Marking: Company name and varnish designation on shipping container. 
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AEV PLC E220579

MARION ST

BIRKENHEAD, MERSEYSIDE CH41 6LT UNITED KINGDOM

 
Varnish 

Dsg

ANSI 
Magnet 

Wire Type

Varnish 
Thermal Class C

TP HC CE

Ultimeg 2000-380 MW28 130 130 —

MW16 220 180 —

MW76 155 180 —

MW35 180 180 —

MW30 180 180 —

Ultimeg 2000 520 MW35 180 — —

Ultimeg 2000 520MV MW35 180 — —

Ultimeg 2000 520LV MW35 180 — —

Ultimeg 2002# MW35 180 — —
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